Certificate of Analysis
Ergon Asphalt & Emulsion Inc

14929 Slover Ave. Fontana, CA. 92337
(909)829-0505 Fax (909)829-8074

Cosigned To:

Product: eTac-HB

DIVERSIFIED ASPHALT
Tank No. T068

Test on Emulision AASHTO Test on Emulsion ASTM Min. Max.
Viscosity, Rolational Viscosity, Viscosity, Rotational Viscosity, 3000
275°F (135*C), cPs 850.8 7316  275°F (135°C), cPs 850.6 D4402
Flash Point, Cleveland Open Cup, Flash Point, Cleveland Open Cup, 450
*F 691.00 T 48 *F 691.00 D92

. . . . . . 158
Softening Point (Ring and Ball), *F  173.400 T 53 Softening Point (Ring and Ball}, *C ~ 78.550 D36
Penetration, 77*F, 100g, 5 Penetration, 77*F, 100g, § 25
seconds, dmm 4.00 T49 seconds, dmm 4.00 D5
Dynamic Shear, G*/sin, 82*C, kPa 4.80 T 315 Dynamic Shear, G*/sin, 82*C, kPa 4.80 D7175 !

Tested By: Sperez
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